
pro�ne India produced window and door 

uPVC pro�les manufactured at their plant

at Vadodara, Gujarat, India have successfully 

passed the SKZ test in which UV radiation 

for 20 years is simulated.*

*simulation of a severe climate zone S, according to DIN EN 513, for 10.000 hours at 20GJ / m² in the wave length range of 300 nm to 800 nm.


